
Floor Epoxy Paint Blistering Problem 

"The Case of the Blistered Epoxy On A
                                      Concrete Floor"

SNOPSIS:

 March 2008 article in "Coatings Pro" magazine. Epoxy - coating experts
               examine why the bisters formed on this epoxy coated floor. Cause was
               a combination of moisture in the concrete and the type of materials
               used in making the concrete floor.
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